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Nat iona l  Aeronautics and Space Admin i s t ra t i on  

Lewis Research Center 
Cleveland, Ohio 44135 

SUMMARY 

Tens i le  and compressive f l o w  behavior a t  var ious temperatures and s t r a i n  
ra tes ,  and t e n s i l e  creep rup ture  behavior a t  850 and 1050 "C and var ious 
stresses were s tud ies f o r  [OOlI-or iented s i n g l e  c r y s t a l s  o f  t he  Ni-base super- 

b 0 a l l o y  PWA 1480. A t  temperatures up t o  760 OC,  the  f l o w  s t r e s s  i s  i n s e n s i t i v e  
t o  s t r a i n  r a t e  and o f  g rea ter  magnitude i n  tens ion  than i n  compression. A t  

w temperatures o f  800 "C and above, the f l o w  s t ress  decreases cont inuously  w i t h  
decreasing s t r a i n  r a t e  and the tension/compression an iso t ropy  diminishes. 

The second stage creep r a t e  and rup tu re  t i m e  e x h i b i t e d  power law r e l a t i o n -  
. ships w i t h  the  app l ied  s t ress  f o r  both 850 and 1050 O C ,  however w i t h  d i f f e r e n t  

s t r e s s  dependencies. The s t ress  exponent f o r  the  steady s t a t e  creep r a t e  was 
about 7 a t  1050 "C, bu t  much h igher  a t  850 "C, about 12. D i r e c t i o n a l  coarsen- 
i n g  o f  the y'-phase occurred dur ing creep a t  1050 O C ,  b u t  no t  a t  850 O C .  

INTRODUCTION 

S ing le  c r y s t a l  Ni-base superal loys conta in ing  a h igh  volume f r a c t i o n  o f  
the  y'-phase a re  c u r r e n t l y  be ing used as blades and vanes i n  advanced gas 
t u r b i n e  engines because o f  t h e i r  exce l len t  res is tance t o  s t ress  and ox ida t i on  
a t  h igh  temperatures ( T  > 0.5 T m ) ( r e f .  1 ) .  Turbine blades must r e s i s t  h igh  
stresses (>600 MPa) a t  about 750 "C i n  the  blade r o o t  and lower s t resses 
(approx 200 MPa) a t  h igher  temperatures (approx 1000 "C) near the b lade t i p s .  
Strengthening mechanisms i n  superal loys and s i n g l e  phase y l  have been 
r e c e n t l y  reviewed by Pope and E z z  ( re f .  2 ) .  

Temperature, s t r a i n  ra te ,  the sense o f  t he  app l ied  s t ress ,  c r y s t a l  o r i en -  
t a t i o n ,  and volume f r a c t i o n  and s i z e  o f  t he  y '  p r e c i p i t a t e s  a l l  have i n t e r -  
e s t i n g  e f f e c t s  on the f l o w  s t ress  o f  Ni-base supera l loys.  
t h a t  f o r  some supera l loys a t  temperatures l e s s  than about 800 O C ,  Schmid's law 
i s  n o t  obeyed f o r  o r i e n t a t i o n s  w i t h  the  same octahedral  s l i p  system opera t ing  
and t h a t  the d e v i a t i o n  i s  asymmetric i n  tens ion  and compression ( r e f s .  3 t o  
5 ) .  Shah and Duhl ( r e f .  3) took the model o f  L a l l ,  Chin, and Pope ( r e f .  6) 
f o r  t h e  f l o w  s t ress  behavior o f  s ing le  phase y '  based on a thermal ly  a c t i -  
vated cross s l i p  model and extended i t  t o  account f o r  y '  s i z e  e f f e c t s  i n  
supera l loy  PWA 1480. The re la t i onsh ip  between f l o w  s t r e s s ,  s t r a i n  ra te ,  and 
deformat lon mode i n  [001]-or iented Mar-M200 s i n g l e  c r y s t a l s  has been shown by 
Leverant, e t  a l .  ( r e f .  7 ) .  

I t  has been observed 

Only l i m i t e d  creep data on PWA 1480 have been publ ished ( r e f s .  8 and 9). 
More extens ive s tud ies have been reported f o r  o ther  s i n g l e  c r y s t a l  supera l loys 
( r e f s .  10 t o  18).  Some stud ies have concentrated heav i l y  on the  development 



of  the  l ame l la r  y '  morphology which f o r m s  i n  some a l l o y s  du r ing  creep a t  h igh  
temperatures ( r e f s .  1 5  t o  20). A t  slow ra tes  o f  deformat ion and temperatures 
above 800 "C, the y '  p a r t i c l e s  coarsen d i r e c t i o n a l l y  and develop i n t o  l ame l la r  
perpendicu lar  t o  the a x i s  o f  t he  app l ied  t e n s i l e  s t r e s s .  

The present study i s  p a r t  o f  a l a r g e r  program t o  understand the  thermo- 
mechanical f a t i gue  behavior o f  s i n g l e  c r y s t a l  supera l loys i n c l u d i n g  the  i n f l u -  
ence o f  t he  p ro tec t i ve  coat ings used on t u r b i n e  engine blades and vanes. Though 
considerable understanding e x i s t s  o f  the  simple mechanical behavior o f  s i n g l e  
c r y s t a l  superal loys and PWA 1480 I n  p a r t i c u l a r ,  i t  was necessary t o  ob ta in  bas ic  
mechanical proper ty  data f o r  the p a r t i c u l a r  heat o f  PWA 1480 t o  be s tud ied  i n  
the  l a rge r  program. These data a re  presented f o r  record here in,  and i t  i s  shown 
how these data correspond t o  the  es tab l i shed behavior f o r  o ther  l o t s  o f  PWA 1480 
and f o r  o ther  s ing le  c r y s t a l  supera l loys.  

EXPERIMENTAL 

Mater i a 1 s 
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The superal loy s tud ied here in  i s  designated PWA 1480 and was developed by 
P r a t t  and Whitney A i r c r a f t  f o r  a p p l i c a t i o n  as s i n g l e  c r y s t a l  a i r c r a f t  gas t u r -  
b ine  blades and vanes ( r e f .  1 ) .  The a l l o y  has the  f o l l o w i n g  nominal composi- 
t i o n :  10Cr, 5A1, 1.5T1, 12Ta, 4W, 5C0, balance N i ,  i n  weight percent.  The 
s i n g l e  c r y s t a l  specimens were grown as round bars about 21 mn i n  diameter and 
140 mm long. Bars having t h e i r  [ O O l ]  w i t h i n  7" of  the  a x i s  were se lected f o r  

1 t e s t  specimens. These were heat t rea ted  be fore  machlning. A f t e r  
treatment f o r  4 h r  a t  1290 "C,  the bars were aged a t  1080 " C  f o r  4 h r  
a t  870 "C f o r  32 h r .  ASTM standard tens i le /c reep t e s t  specimens o f  
ameter and 12.7 mm gauge length,  and compression specimens o f  5 mm 
and 10 mm length  were machined f r o m  the  heat t rea ted  bars.  

mic ros t ruc ture  o f  PWA 1480 i s  shown i n  f i g u r e  1. This a l l o y  conta ins 
v o l  % o f  the yl-phase, bu t  e s s e n t i a l l y  no carbides o r  bor ides.  
6 ,  and Zr are no t  necessary f o r  g r a i n  boundary s t rengthening i n  s i n g l e  

c r y s t a l s ,  they have no t  been employed i n  the  PWA 1480 composition. In te rden-  
d r i t i c  p o r o s i t y  i s  known t o  be a problem i n  s i n g l e  c r y s t a l  supera l loys,  and 
those s tud ied herein were  no except ion.  The c r y s t a l s  contained an average o f  
about 0.3 vo l  36 poros i t y .  The pore diameter averaged about 7 pm w i t h  a 
standard dev ia t i on  o f  about 6 pm. Considerable i n t e r d e n d r i t i c  y '  e u t e c t i c  
nodules were present i n  the  c r y s t a l s ,  about 1.5 v o l  96. Except I n  the  in te rden-  
d r i t i c  areas, the y '  p r e c i p i t a t e d  i n  the s o l i d  s t a t e  was cuboidal  and un i fo rm 
i n  s ize,  averaging about 0.6 pm. I n  the  i n t e r d e n d r i t i c  areas, which c o n s t i -  
t u ted  about 7 percent o f  the  a l l o y ,  the  p r e c i p i t a t e d  y l  was more i r r e g u l a r  
i n  shape and ranged i n  s i z e  from about 0.6 pm t o  about 3 t imes t h a t  s ize .  

PROCEDURES 

A l l  t e n s i l e  and compression t e s t s  were c a r r i e d  ou t  on an I n s t r o n  machine. 
An i n i t i a l  se t  of t e n s i l e  t e s t s  were  c a r r i e d  ou t  over a wide range o f  tempera- 
tu res  (room temperature t o  1200 "C) a t  a c r o s s  head speed o f  0.02 in./min. 
Later  t e s t s  were c a r r i e d  ou t  i n  the  700 t o  1050 "C temperature range over a 
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wide range of constant crosshead speeds. 
dividing crosshead speed by the specimen gauge length. 

The strain rate was determined by 

To facilitate compression testing, the Instron machine was fitted with a 
superalloy compression gauge. The specimen was placed between superalloy pads 
lubricated with HoS2 to reduce end constraint. Temperature was controlled in 
all tests to 22 OC. The test data were recorded as load versus crosshead dis- 
placement, and plastic strain was obtained using the offset from the machine- 
specimen elastic loading line and the specimen gauge length. 

Creep-rupture tests were carried out using constant load lever arms. 
Temperature was measured with two Pt/Pt-Rh thermocouples attached to the spec- 
imens and was controlled to 22 "C. Creep strain was measured with a LVDT in 
conjunction with an extensometer attached to the shoulders of the specimen. 
Most of the tests were conducted to failure. A few tests were interrupted i n  
the beginning of the second stage creep and cooled under load to examine by 
electron microscopy. A few constant load compressive tests were also carried 
at 1050 OC. 

RESULTS 

Flow Stress Behavior 

The temperature dependence of tensile strength and ductility of PWA 1480 
are shown in figures 2 and 3. It is clear in figure 2 that both yield and 
tensile strength increase with increase in temperature up to 700 "C and then 
drop sharply. The ductilities (elongation and reduction in area) remain low 
and nearly constant up to 700 OC and then increases wjth increasing tempera- 
ture (fig. 3). 

Figure 4 shows the yield strength of PWA 1480 as a function of tempera- 
ture in unidirectional tension and compression. Clearly the material is 
stronger in tension than in compression for temperatures up to about 800 "C. 
This tension-compression asymmetry is most pronounced i n  the vicinity of 
700 "C. Figure 4 also suggests that the temperature at which the sharp drop 
of the flow stress occurs is influenced by the sign of applied stress. 

The dependence of the 0.2 percent offset flow stress (both tensile and 
compression) on strain rate is shown in figure 5 for five temperatures between 
700 and 1050 "C. Several important effects should be noted. At 700 and 
760 OC, the flow stress is independent o f  strain rate over the range 6.6~10-3 
to 2x10-1s-1; and tension/compresslon anisotropy exists, tension being 
stronger than compression. 
near 800 "C for strain rates greater than about However, at this tem- 
perature flow stress decreases with decreasing strain rate. In tension, for 
strain rates less than about 10-2 the flow stress at 800 "C becomes less than 
that at 760 "C. Also, at 800 "C and strain rates greater than about 
the compressive flow stress appears to be higher than the tensile, unlike at 
lower temperatures. At 850 and 1050 "C, the flow stress again decreases with 
decreasing strain rate, and there appears to be little tension/compression 
asymmetry. In figure 6 the elongation at fracture, cf, i s  shown as a 
function of temperature for two strain rates. 

A peak in strength is reached at a temperature 
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CREEP BEHAVIOR 

Tens i l e  creep curves f o r  s i n g l e  c r y s t a l  PWA 1480 shown I n  f i g u r e s  7(a)  

From each creep t e s t ,  steady s t a t e  creep ra te ,  c S ,  t ime t o  

and (b )  e x h i b i t  the th ree  stages commonly observed f o r  t h i s  type o f  m a t e r i a l  
a t  h igh  temperatures. Incubat ion  per iods were n o t  observed a t  e i t h e r  t e s t  
temperature. 
f a i l u r e ,  tf, t ime t o  t h e  onset o f  t e r t i a r y  creep, tt, t ime t o  the  onset of 
secondary creep, tS, s t r a i n  t o  the  onset o f  secondary creep, c S ,  s t r a i n  t o  
onset o f  t e r t r a r y  creep, e t ,  and t o t a l  creep s t r a i n ,  c f ,  were obtained. 

I n  f i g u r e  8 the secondary creep ra tes  a t  850 and 1050 O C  a re  shown as a 
f u n c t i o n  o f  s t ress.  Also shown a r e  constant t e n s i l e  f l o w  s t ress  values f rom 
the  constant  crosshead speed t e s t s  discussed prev ious ly .  
a power law re la t i onsh ip  e x i s t s  between s t r a i n  r a t e  and s t ress  which extends 
f rom the  reg ion  of  t he  creep data connect ing smoothly w i th  the  constant  cross- 
head speed data up t o  s t r a i n  ra tes  o f  about 
s t r a i n  r a t e  a re  1.OlxlO-40~12.2 and 1 .59~10-23~7.22  f o r  850 and 1050 O C ,  

r espec t i ve l y .  A t  the h ighest  s t r a i n  ra tes  shown however, the  power law 
behavior i s  seen t o  break down. Another i n t e r e s t i n g  observat ion which 
conf i rmed t h a t  made p rev ious l y  du r ing  creep- fat igue t e s t s  o f  PWA 1480 
( r e f .  21). was tha t  f o r  a compression creep t e s t  the  second stage creep r a t e  
was h igher  than f o r  t h e  t e s t  i n  tens ion  a t  the  same s t ress  o f  125 MPa. Creep 
rup tu re  l i v e s  a l so  had power law dependencies on the  s t ress  as shown i n  
f i g u r e  9. 

I t  may be seen t h a t  

The best  f i t  equations f o r  s-1 .  

Many re la t i onsh ips  between 2, and rup tu re  l i f e ,  tr, f o r  constant 
load  creep t e s t s  have been proposed. 
Monkman and Grant ( r e f .  22) 

The most common form i s  t h a t  due t o  

.a 
t R C S  = c 

w i th  a and c being constant.  

The logar i thmic p l o t  o f  is versus tr i n  PWA 1480 over a wide range 
o f  s t ress  and temperature i s  shown i n  f i g u r e  10. Equation ( 1 )  f i t s  t he  PWA 
1480 combined data a t  850 and 1050 O C  w i t h  and R2 o f  94 percent.  

Dobes and M i l i cka  ( r e f .  23) mod i f ied  equat ion (1) by i n t roduc ing  the  
s t r a i n  t o  rup ture ,  ER, t o  account f o r  a l l o y s  e x h i b i t i n g  l a r g e  t e r t i a r y  
creep 
s t r a i n s ,  

where a '  and c '  a r e  constants.  

Koul, e t  a l .  f u r t h e r  mod i f ied  equat ion (2 )  by e l i m i n a t i n g  
i n  t e r t i a r y  creep as f o l l ows  ( r e f .  24). 

k) i: = K 

Where b and K are constants. Ne i ther  equat ions ( 2 )  nor  ( 3  

t ime and s t r a i n  

( 3 )  

prov ided any 
b e t t e r  c o r r e l a t i o n  o f  the  PWA 1480 creep data than d i d  the Grant-Monkman equa- 
t i o n .  4 
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CREEP FAILURE MODE 

The f rac tu red  surface and t h e  l o n g i t u d i n a l  sect ions o f  f a i l e d  creep speci-  
mens were observed under o p t i c a l  and scanning e l e c t r o n  microscopes. An SEM 
micrograph o f  a t y p i c a l  f rac tu red  surface o f  a specimen tes ted  a t  850 "C i s  
shown i n  f i g u r e  11. 
micropores a re  ev ident .  

Extensive crack nuc lea t i on  and l inkage o f  cracks a t  the 

General ly the  f r a c t u r e  surfaces o f  specimens tes ted  a t  1050 "C were 
h e a v i l y  ox id i zed  and d i f f i c u l t  t o  i n t e r p r e t .  However, l o n g i t u d i n a l  sect ions 
o f  l ong - l i ved  specimens tes ted  a t  low stresses appeared t o  show cracks 
emanating f rom heav i l y  ox id ized  surfaces ( f i g .  1 2 ) .  The need le - l i ke  phase I n  
f i g u r e  12 i s  a complex oxide o f  t i t a n i u m  and tantalum. Necking a l s o  c o n t r i b -  
u ted t o  f a i l u r e  i n  low s t ress  t e s t s  a t  both temperatures. 

y '  MORPHOLOGY CHANGES DURING CREEP 

The y '  morphology i n  the  PWA 1480 p r i o r  t o  t e s t i n g  was cuboidal  except 
i n  the  i n t e r d e n d r i t i c  areas. I n  order t o  study the  changes i n  y '  morphology 
a f t e r  creep tes t i ng ,  specimens exposed a t  850 and 1050 O C  a t  var ious s t r e s s  
l e v e l s  were examined under SEM. 

A t  850 "C, the  y '  d i d  no t  show any pronounced change i n  morphology 
du r ing  t e n s i l e  creep. A t  1050 O C ,  the y '  coarsened as i r r e g u l a r  r a f t s  per-  
pendtcu lar  t o  the  [ O O l ]  s t ress  ax i s .  M ic ros t ruc tures  o f  specimens tes ted  a t  
1050 O C  and 126 MPa a re  shown i n  f i g u r e  13. A f t e r  20 h r  t he  y '  r a f t e d  s t ruc -  
t u r e  i s  n o t  f u l l y  developed ( f i g .  13(a)) .  A f t e r  f a i l u r e  a t  195 h r  t he  y '  
r a f t s  have become considerably th i cke r  and more i r r e g u l a r  ( f i g .  13(b) ) .  Even 
g rea te r  th icken ing  o f  t he  y '  r a f t s  a t  f a i l u r e  i s  ev ident  i n  the  specimen 
which f a i l e d  a f t e r  more than 5800 hr a t  68 MPa shown i n  f i g u r e  14.  

DISCUSSION 

Flow Stress Behavior 

?he y i e l d  and u!t!moto t e n z ! ! ~  strengths f o r  [OOl]-or iented PWA 1480 
s i n g l e  c r y s t a l s  obtained here ( f i g .  2), a re  i n  good agreement w i t h  those 
repor ted  by DeLuca and Cowles ( r e f .  8) and Swanson, e t  a l .  ( r e f .  9 ) .  The 
y i e l d  s t rengths repor ted by Shah and Duhl ( r e f .  3)  are  a t  l e a s t  10 percent 
h igher  a t  a l l  temperatures, w h i l e  those o f  Heredia and Pope ( r e f .  5)  a re  s ig -  
n i f i c a n t l y  lower I n  the temperature regime o f  peak s t reng th  found by others.  
The h igher  s t rengths shown by Shah and Duhl may be explained by t h e t r  hav>ng 
been ab le  t o  f u l l y  d i sso l ve  a l l  the y '  p r i o r  t o  aging, and/or a somewhat 
f i n e r  y 1  s i z e  a f t e r  aging. Complete d i s s o l u t i o n  o f  the  y '  requ i res  p rec i se  
temperature c o n t r o l  s lnce the  d i f f e rence  between the  y '  solvus and so l idus  
temperature i s  small f o r  PWA 1480, and commercial heat t r e a t e r s  apparent ly  do 
n o t  r i s k  me l t i ng  pa r t s .  The commercially produced PWA 1480 c r y s t a l s  s tud ied 
he re in  contained approximately 1.5 vo l  % o f  y '  
e u t e c t l c  nodules. The micrographs shown by DeLuca and Cowles,  and Swanson, e t  
a l .  e x h i b i t  y l  eu tec t i c  nodules l i k e  those present i n  the  c r y s t a l  s tud ied 
here, however ne i the r  Shah and Duhl nor Heredia and Pope present any 
micrographs. 

present i n  undissolved 
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Differences among investigations may also arise from differences i n  the 
size of the y '  precipitates. Shah and Duhl showed that for temperatures 
below about 700 OC, yield strength increases dramatically with decreasing 
y '  size. The most comparable data from their work correspond to a y '  size 
of 0.5 pm which is slightly finer than the 0.6 pm size in the crystals studied 
here. Heredia and Pope, however, report an even finer y l  size, and their 
crystals were the weakest of all. Of the two studies showing yield strengths 
similar to those reported here, DeLuca and Cowles show what appears to be a 
comparable y '  size, but Swanson, et al. report a very large y '  size, 
0.9 m. 

The temperature dependence of the flow stress of PWA 1480 1s typical of 
superalloys containing a high volume fraction of the y '  phase (ref. 2). At 
temperatures up to 600 OC, the flow stress appears nearly constant. However, 
Shah and Duhl also tested at 400 OC and found a dip in the flow stress at that 
temperature (ref. 3). 
increases with temperature, reaches a peak at about 700 O C ,  and then decreases. 
The increasing flow stress with increasing temperature is attributed to ther- 
mally activated locking of the a/2 <llO> dislocation pairs which must shear 
the ordered y '  phase. For crystal orientations other than [OOl], the peak 
in flow stress may be explained by the onset of primary cube slip. However, 
for [001]-oriented crystals the resolved shear stress on the primary cube 
planes is very low, and the peak In flow stress is more likely explained by a 
'saturation stress' concept (ref. 2). At low temperatures the strength of the 
locking mechanism is very great but only a small fraction of the dislocations 
are imnobilized. Flow stress increases with temperature due to the decreased 
fraction of mobile dislocations. However, the strength of the locking mecha- 
nism decreases with temperature, and above some temperature it no longer influ- 
ences the flow stress. 

For temperatures above about 600 OC the flow stress 

The elongations to fracture of the crystals studied here, figure 2, are 
the same at room temperature and temperatures around 1000 OC as those reported 
by others (refs. E and 9). However, elongations are reported for the regime 
of 700 to 800 "C which are about twice those measured here. The reason for 
this difference in behavior is not known. 

TENSION/COMPRESSION ANISOTROPY 

It is important to note in figure 4 that flow stress strongly depends on 
the sense of applied stress for [001]-oriented specimens in the vicinity of 
700 OC with the tensile flow stress exceeding the compressive flow stress. 
The tension/compression anisotropy has been explained by the model of Lall, 
Chin, and Pope (refs. 2 and 6) and its refinement in terms of  dislocation core 
dissociation in the y '  phase by Paidar, Pope, and Viteck (refs. 2 and 25). 
The temperature at which the flow stress reaches a peak value is also 
influenced by the sign of the applied stress. 
the peak stress temperature for tension was lower than that for compression. 
A similar observation was made by Heredia and Pope (ref. 5) and by Ezz 
(ref. 26) for [OOlI-oriented single crystal Ni3(Al,Nb). 

It is clear in figure 4 that 
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STRAIN-RATE EFFECTS ON FLOW STRENGTH 

I n  f i g u r e  5 two types of behavior can be observed f o r  t he  s t r a i n - r a t e  
dependence o f  t he  f l o w  st ress.  A s t r a i n  r a t e  independent f l o w  st ress was 
found a t  700 and 760 " C  i n  t he  s t r a i n  range of 6 ~ 1 0 - ~  t o  2x10-1 sec- l ,  and a 
s t r a i n  r a t e  dependent f l o w  st ress a t  800 "C and above. 
( r e f .  7 )  determined t h e  temperature and s t r a i n  r a t e  dependence o f  the compres- 
s i v e  0.1 percent o f f s e t  y i e l d  stress I n  [OOlJ-oriented Mar-M 200 s i n g l e  c rys -  
t a l s  as shown i n  f i g u r e  15.  PWA 1480 and Mar-M 200 behave almost i d e n t i c a l l y ,  
except t h a t  t h e  t r a n s i t i o n  temperature i s  lower i n  PWA 1480. 

Leverant, e t  a l .  

Note t h a t  f o r  both M a r 4  200 and PWA 1480 a t  h igh  s t r a i n  ra tes ,  f l o w  
s t ress  peaks a t  some temperature greater than 760 "C, and t h e  increase i n  f l o w  
s t ress  above t h a t  a t  760 "C increases w i t h  increas ing s t r a i n  r a t e ,  a t  l e a s t  
u n t i l  some l i m i t  i s  reached. I t  I s  a l s o  apparent t h a t  t he  range o f  tempera- 
tu res  over which t h e  f l o w  st ress exceeds t h a t  f o r  760 "C increases w i t h  Increas- 
i n g  s t r a i n  r a t e .  

Leverant, e t  a l .  summarized the microscopic evidence on t h e  deformat ion 
mechanisms o f  M a r 4  200 fo l l ows .  The low temperature, s t r a i n  r a t e  independent 
f l o w  s t ress  i s  c o n t r o l l e d  by d i f f u s i o n l e s s  shear o f  t h e  y '  p r e c i p i t a t e s  by 
a/2 <110> d i s l o c a t i o n  p a i r s  i n  coarse p lanar  bands. The h igh  temperature, 
s t r a i n  r a t e  dependent f l o w  st ress i s  c o n t r o l l e d  by a more homogeneous d i s t r i -  
b u t i o n  o f  d i s l o c a t i o n s  both o f  t he  a/2 <110> and a/3 <112> type which shear 
the  y '  by a d i f f u s i o n  c o n t r o l l e d  viscous g l i d e  process. 

Though the  low temperature shearing mechanism by a/2 <110> d i s l o c a t i o n  
p a i r s  i s  s t r a i n  r a t e  independent, increas ing s t r a i n  r a t e  does increase t h e  
upper temperature l i m i t  t o  which i t  operates. Also, as the  upper temperature 
l i m i t  increases so does t h e  strength a t  t h a t  temperature because o f  t he  t h e r -  
ma l l y  a c t i v a t e d  strengthening mechanism. Thus, both the  peak s t reng th  and 
corresponding temperature increase w i t h  increas ing s t r a i n  r a t e .  
s t r a i n  ra tes  have the  opposi te e f f e c t  by lowering the temperature a t  which 
d i f f u s i o n  c o n t r o l l e d  g l i d e  mechanisms begln t o  operate. 

Decreasing 

The lack  of s t r a i n  r a t e  s e n s i t i v i t y  f o r  the low temperature shearing mech- 
anism i n  the y 1  appears t o  be i ncons is ten t  w i t h  the  cube cross s l i p  l o c k i n g  
iiiec:lan:sm o f  Takewhl  and Kuram~tc!  ( r e f .  2?!  !ncnrporated .into rubsequent 
models ( r e f s .  6 and 27), s ince a higher s t r a i n  r a t e  requi res a higher d i s loca -  
t i o n  v e l o c i t i e s  and the re fo re  al lows less t ime f o r  the format ion o f  cross 
s l i pped  segments. Pope and E z z  ( r e f .  2) propose t h a t  t h i s  inconsis tency can 
be resolved I f  i t  i s  assumed t h a t  d i s loca t i ons  can a l s o  penetrate t h e  obsta- 
c l e s  a t  cross-sl ipped segments by a thermal ly  a c t i v a t e d  process. The s t r a i n  
r a t e  s e n s i t i v i t y  i s  then the sum of a negat ive term represent ing the format ions 
o f  cross-s l ipped segments, and a p o s i t i v e  term represent ing t h e  the rma l l y  a c t i -  
vated pene t ra t i on  o f  t he  segments. 
small  p o s i t i v e  s t r a i n  r a t e  s e n s i t i v i t y .  

Thus the sum o f  these two terms y i e l d s  a 

CREEP BEHAVIOR OF PWA 1480 

For the s t ress l e v e l s  employed, PWA 1480 d i d  not  e x h i b i t  an i ncuba t ion  
p e r i o d  f o r  creep e i t h e r  a t  1050 or  850 "C ( f i g s .  7(a) and ( b ) ) ,  respec t i ve l y .  
A t  temperatures below about 800 "C, an incubat ion pe r iod  f o r  creep i s  common 
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I f o r  s i n g l e  c r y s t a l  supera l loys ( r e f s .  10, 14, and 15). however a t  about 850 " C  
and above observat ion o f  incubat ion  per iods a re  r a r e  ( r e f .  16). 
t i o n  per iod  has been t i e d  t o  the  low i n l t i a l  dens i t y  of d i s l o c a t i o n s ,  and h igh  
drag s t ress  i n  the s i n g l e  c r y s t a l  supera l loys ( r e f .  10).  The disappearance o f  
t he  incubat ion  per iod a t  h igher  temperatures can be a t t r i b u t e d  t o  the  reduc- 
t i o n  i n  drag s t r e s s ,  inc reas ing  d i s l o c a t i o n  v e l o c i t y ,  and poss ib l y  t o  t he  
punching out  o f  add i t i ona l  d i s l o c a t i o n s  a t  t he  y-yt i n t e r f a c e  i n  a l l o y s  w i t h  
l a rge  l a t t i c e  parameter mismatch between y and y '  ( r e f .  16).  

The incuba- 

GAMMA PRIME STABILITY 

The h igh  temperature creep res is tance o f  some s i n g l e  c r y s t a l  supera l loys 
i s  g r e a t l y  increased by the  coarsening o f  t he  y '  t o  form continuous lamel lea,  
o r  l ' ra f ts . ' '  Under t e n s i l e  creep load ing  these r a f t s  form perpendicu lar  t o  the  
s t ress  ax i s  i f  the l a t t i c e  parameter o f  t he  y '  i s  l ess  than t h a t  o f  the  y 
phase, which i s  def ined as negat ive mismatch. 
creep res is tance i s  maximized by the  development o f  f i n e ,  p e r f e c t l y  continuous 
y '  r a f t s  ( r e f s .  15 and 18).  Rapid development o f  such f i n e ,  h i g h l y  p e r f e c t  
r a f t s  e a r l y  i n  second stage creep i s  promoted by l a rge  negat ive  y-y' l a t t i c e  
mlsmatch a t  t he  temperature o f  creep exposure ( r e f .  20), and a f i n e  i n i t l a l  
y '  s i z e  ( r e f .  18). 

Recent s tud ies  have shown t h a t  

The y '  r a f t s  developed i n  the  PWA 1480 s tud ied  here were no t  as p e r f e c t  
as those shown i n  some o ther  a l l o y s  ( r e f s .  16 t o  20). The y-y' l a t t i c e  para- 
meter mismatch o f  PWA 1480 has no t  been measured, bu t  appears t o  be c lose  t o  
zero ( r e f .  28), although the  o r i e n t a t i o n  o f  t he  r a f t s  i nd i ca tes  t h a t  the  m i s -  
match i s  negat ive a t  the t e s t i n g  temperature. 

SUMMARY OF RESULTS 

Tens i le  and compression t e s t s  a t  temperatures f rom room temperature t o  
1200 "C a t  var ious s t r a i n  ra tes  and constant load creep t e s t s  a t  850 and 
1050 " C  were performed on s i n g l e  c r y s t a l  o f  t he  n icke l -base supera l loy  PWA 
1480 w i t h  (0011 o r i e n t a t i o n .  Tensile/compressive y i e l d  s t rengths were compared 
w i t h  respect t o  t h e i r  dependence on temperature and s t r a i n  ra tes .  Creep 
behavior o f  PWA 1480 were s tud ied  I n  terms steady s t a t e  creep ra te ,  t ime t o  
rup tu re  and m ic ros t ruc tu ra l  fea tures .  The f o l l o w i n g  r e s u l t s  were obtained: 

1. The f l o w  s t ress  o f  [001]-or iented PWA 1480 increased w i t h  i nc reas ing  
temperature above ambient bu t  began t o  decrease markedly above 760 t o  800 O C .  

Fo r  temperatures l e s s  than about 760 "C, f l o w  s t r e s s  was i n s e n s i t i v e  t o  s t r a i n  
r a t e  and the t e n s i l e  f l o w  s t r e s s  markedly exceeded t h a t  f o r  compressive f low 
a t  700 and 760 OC. 

2. A t  800 "C and above, the  f l o w  s t ress  of [001]-or iented PWA 1480 
decreased cont inuously w i t h  decreasing s t r a i n  r a t e .  However, a t  t h e  h ighes t  
s t r a i n  ra tes  the f low s t ress  cont inued t o  increase w i t h  temperature t o  about 
800 "C, and p a r t i c u l a r l y  the compressive f low s t ress ,  which became h igher  than 
the  t e n s i l e  f l o w  st ress.  
tenslon/compresslon anisot ropy diminished. 

A t  lower s t r a i n  ra tes  and h igher  temperatures the  

8 



3. The steady s t a t e  creep r a t e  and t ime  t o  f a i l u r e  e x h i b i t e d  power law 
The st ress exponents were 7.2 and 12.2 f o r  dependencies on app l l ed  s t ress .  

1050 and 850 O C ,  r espec t i ve l y .  

4. Dur ing creep a t  1050 O C ,  d i r e c t i o n a l  coarsening o f  y '  was very promi- 
nent  f o r  a l l  s t ress  l eve l s ,  however d i r e c t i o n a l  coarsening o f  y '  was no t  
ev ident  i n  t h e  specimens c r e p t  a t  850 O C .  

observed on t h e  l ong  l i v e d  specimens tes ted  a t  lower app l i ed  s t resses.  
Considerable sur face  o x i d a t i o n  was 
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(A )  SHOWING INTERDENTRIDIC Y' EUTECTIC NODULES AND POROSITY. 

(B) DETAIL SHOWING COARSENED 7' I N  INTERDENTRIDIC AREA CONTRASTED WITH "NORMAL" Y '  

FIGURE 1. - MICROSTRUCTURE OF PWA 1480. 
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FIGURE 2.- TENSILE YIELD AND ULTIMATE STRENGTHS AS A FUNC- 
TION OF TEMPERATURE FOR [0011-ORIENTED PWA 1480, STRAIN 
RATE, E ,  6 . 6 ~ 1 0 - ~ s - ' .  
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FIGURE 3.-  DUCTILITY AS A FUNCTION OF TEMPERATURE FOR [ O o l l -  
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FIGURE 4.- FLOW STRESS AS A FUNCTION OF TEMPERATURE AND 
SENSE OF APPLIED STRESS FOR C0011-ORIENTED PWA 1480. 
STRAIN RATE. E, 6.6x10-' s-'. 
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FIGURE 5.- YIELD STRESS AS A FUNCTION OF TEMPERATURE, STRAIN 
RATE, AND SENSE OF APPLIED STRESS FOR [0011-ORIENTED PWA 1480. 
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FIGURE 6.- ELONGATION TO FRACTURE I N  STRESS-STRAIN TESTING 
AS A FUNCTION OF TEMPERATURE. SHOWING A DUCTILITY MINIMUM. 
FOR [0011-ORIENTED PWA 1480. 
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FIGURE 7.- TYPICAL CREEP CURVES FOR C0011-ORIENTED PWA 1480. 
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FIGURE 8.- FLOW STRESS BEHAVIOR OF PWA 1480. 

FIGURE 9.- STRESS DEPENDENCE OF CREEP RUPTURE L I F E  AS A 
FUNCTION OF APPLIED STRESS FOR PUA 1 4 8 0  AT 850 OC AND 
1050 'C. 
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FIGURE 10. - RUPTURE L I F E  AS A FUNCTION OF CREEP REATE FOR 
PWA 1480 BASED ON MONKMAN-GRANT RELATIONSHIP, 
log t R  = 0.59 - 0.712 log E .  R2 = 93.5 PERCENT: S .D.  = 0.2. 

FIGURE 11. - SEN MICROGRAPH OF PWA 1480 SPECIMEN FRACTURED AT 410 MPA AND 850 OC. 
ILLUSTRATING MULTIPLE INTERNAL CRACK I N I T I A T I O N  AT MICROPORES. 



FIGURE 12. - OPTICAL MICROGRAPH OF LONGITUDINAL SECTION OF PWA 1480 SPECIMEN TESTED AT 1050 "C 
AND 68 MPa. INDICATING THE HEAVILY OXIDIZED SURFACE. 



( A )  FOR 20 HOURS.  

(B) AFTER FAILURE AT 1 9 4 . 5  HOURS. 

FIGURE 13. - LONGITUDINAL MICROSTRUCTURES OF SAMPLES TESTED AT 1050  OC 
AND 126 MPa. (STRESS AXIS IS HORIZONTAL) 



FIGURE 1 4 .  - GAMMA PRIME ( Y ' )  DIRECTIONAL COARSENING I N  PWA 1480 SPECIMEN FAILED AFTER 5800 
HOURS AT 1050 OC AND 68 MPa. (STRESS AXIS IS HORIZONTAL) 
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FIGURE 1 5 . -  YIELD STRESS AS A FUNCTION OF STRAIN RATE AND 
TEMPERATURE FOR 10011-ORIENTED MAR-M 200. (FROM R E F .  5 . )  
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